
This is a large grey cast iron casting of overall size 1.70 m x 1.70 mm x 

1.20 m weighing 3.5 tons. It was produced in a major ferrous foundry, 

and exhibited cracks in the bottom section.

Solidification contour 

analysis of the casting shows 

high temperature  gradient 

which in combination with 

high thickness gradient leads 

to crack formation.

Thickness analysis of the part clearly  

shows T-junctions with high thickness  

gradient, which leads to high stress 

concentration.

Solidification analysis of the  

revised methoding shows 

relatively smaller variation in 

temperature gradient, which 

greatly reduced the chances of 

crack formation.

The original methods 

design of the casting 

was revised by 

increasing the feeder 

dimensions to 170 mm 

diameter.

Pressure Bowl Cast Iron, Green Sand Casting
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